
PAVEMENT STRENGTH SURVEY
STATE   Alaska CITY  Haines AIRPORT   Haines (HNS)  This is a variation of FAA Form 5320-1-1

  CONSTRUCTION DATES

IDENT. NAME ORIG. OVERLAY
CONSTRUCTION 

AGENCY
SOURCE OF 

INFORMATION
Existing Pavement 
Conditions (PCI)

SOIL 
CLASS

Subbase 
Course

Base 
Course

Surface 
Course Overlay

Pavement 
Strength

RUNWAYS  
6100-01 Runway 8-26 1992 AKDOT&PF Project # 69523 96 12" 8" CABC 2" AC S-12.5
6100-02 Runway 8-26 1992 1993 AKDOT&PF Project # 69523 69 8" CABC 2" AC AC S-12.5

TAXIWAYS
100-01 Taxiway A 1992 AKDOT&PF Project # 69523 74 12" 8"CABC 2" AC
200-01 Taxiway B 1992 AKDOT&PF Project # 69523 77 12" 8" CABC 2" AC
300-01 Taxiway C 1992 AKDOT&PF Project # 69523 80 12" 8" CABC 2" AC
400-01 Taxiway D 1992 AKDOT&PF Project # 69523 74 12" 8" CABC 2" AC
500-01 Main Taxiway 1992 AKDOT&PF Project # 69523 66 12" 8" CABC 2" AC
500-02 Main Taxiway 1992 AKDOT&PF Project # 69523 82

APRONS
4100-01 Apron 1992 AKDOT&PF Project # 69523 74 12" 8" CABC 2" AC
4100-02 Apron 1992 AKDOT&PF Project # 69523 70 12" 8" CABC 2" AC
4200-01 Helipad 1992 AKDOT&PF Project # 69523 75

REMARKS:
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